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3.0  Project Summary:  (Continued) 

3.8 List of Official Observers: 

Name  Company 
   
Rick Sawdey  MI Windows and Doors, Inc. 
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5.0 Test Specimen Description: 
 
5.2 Frame Construction:  (Continued) 
 

  Joinery Type  Detail 
Head, sill, and 

jambs  Mitered  Thermoplastic weld 

Fixed meeting 
rail  Coped and butted 

Secured at each end with PVC end caps.  The 
end  caps  were  secured  to  the  fixed  meeting 
rail with  three #6 x 1‐1/8"  long Phillips  flat 
head screws and secured to the jambs at each 
end using three #6 x 5/8" long screws. 

 
5.3 Sash Construction: 
 

Sash Member  Material  Description 
Rails and stiles  PVC  Extruded 

 
  Joinery Type  Detail 

All corners  Mitered  Thermoplastic weld 
 

5.4 Weatherstripping: 
 

Description  Quantity  Location 
0.187" backed by 1/8" diameter 
offset foam‐filled vinyl bulb  1 Row  Fixed meeting rail 

0.187"  backed  by  0.240"  high 
polypile with center fin  1 Row  Sash stiles,  interior meeting rail, and 

sill adaptor 
0.187"  backed  by  0.310"  high 
polypile with center fin  1 Row  Sash stiles 

0.187"  backed  by  5/16" 
diameter offset foam‐filled vinyl 
bulb 

1 Row  Sash bottom rail 
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5.0  Test Specimen Description:  (Continued) 
 

5.5 Glazing: 
 
Test Specimen #1: 

Glass 
Type 
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7.0  Test  Results:    The  temperature  during  testing  was  23°C  (73°F).    The  results  are 
tabulated as follows: 

 
Test Specimen #1: 

Title 
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Appendix
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Appendix B 
 

Drawings 
 

Note:  Complete drawings packet on file with Architectural Testing, Inc. 
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