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Foam Sealant Application User Guidelines 

July 2018 

The use of spray foam sealants around the perimeter of a window and or door can be a 

valuable augmentation to installation and provide added value to the consumer. Foam 

insulation however can have significant draw backs if not done correctly. These Guidelines are a 

general advisory intended to assist in the choice and application of foam sealant around 

windows and doors made by MI Windows and Doors, Inc. (MIWD). It remains the responsibility 

of the applicator to assure that the material is proper for any particular use.  

Recently MIWD reviewed a selection of generally available foams, installation techniques, 

suppliers and specification requirements to assist in the applicator’s decision regarding use of 

these types of products with MI Windows and Doors. 

Types of Foam 

¶ Polyurethane Single Part There are two types of urethane foam a single part and a 

two part system. We recommend only a single part system that is based on a 

moisture cure. The single part system must be of a low pressure, minimal expansion 

and be designated for use with windows and doors. There are some foam products 

that are single part which are not suitable for use due to high expansion, high 

pressure, shrinkage, durability, etc. 

¶ Polyurethane Two Part This requires that two different parts are mixed together at 

the time of application which will foam the material and force the cure. We do not 

recommend this type of foam for a number of reasons, high expansion, safety, 

application control, etc. Some two part polyurethanes will expand up to 30 times 

their initial application volume. 

¶ Latex Single Part This material is a water-based cure that is similar to the single part 

urethane. 

Application 

¶ Always read and follow the manufacturer’s direction in regard to use, application, 

safety, environmental issues, clothing, disposal and any other concerns. 

¶ Use only low pressure foam that the manufacture explicitly states is intended and 

safe for window and door applications. The sealant must conform to AAMA 812-04 

testing protocol with MI’s PVC window profiles. 
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Foams ʹUse Only with Added Caution 

¶ Hilti CF 812 Window & Door Pro (2012) 

o Excessive initial deflection Tested AAMA 812 

o Single Part Polyurethane 

o Passed all MI test criteria 

¶ Touch ‘n Seal (2012) 

o No testing to AAMA 812-04 

o Single Part Polyurethane 

¶ Tytan by Selena (2012) 

o No testing to AAMA 812-04 or AAMA 504 

o Single Part Polyurethane 

Foams ʹ Not Recommended ʹ Examples (2012) 

¶ Great Stuff Gaps & Cracks by Dow 

¶ Great Stuff Big Gap Filler by Dow 

¶ Dap Tex Plus by DAP Products Inc 

¶ Dap Tex Multi-Purpose by DAP Products Inc 

 


